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Chemical composition to DIN EN 10216-1 [In % of the mass/max.]
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b) There is no need to specify portions for these elements, as they have not been added intentionally during the melting.

Mechanical properties to DIN EN 10216-1 [Minimum values]

Upper yield point
for T in mm

Tensile strength Percent elongation at failure
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265 255 245 410-570 21 19

(No responsibility is accepted for the accuracy of this information)
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