Material data sheet E235

&) SEEBERGER®

Chemical composition to DIN EN 10305-1 / 10305-2 / 10305-3

[In % of the mass]

% C Si Mn P S Al
max. 0,17 0,35 1,20 0,025 0,025
Mechanical properties to DIN EN 10305-1 [Minimum values]
+C +LC +SR +A +N
R |A| R | A]| R R, |A| R | A R R, | A
MPA | % | MPA | % | MPA MPA | % | MPA | % MPA MPA | %
480 6 420 10 | 420 350 16 | 315 | 25 | 340-480 235 | 25
Mechanical properties to DIN EN 10305-2 [Minimum values]
+C +LC +SR +A +N
R |A| R | A]| R R, |A| R | A R R, | A
MPA | % | MPA | % | MPA MPA | % | MPA | % MPA MPA | %
490 6 440 10 | 440 325 14 | 315 | 25 | 340-480 235 | 25
Mechanical properties to DIN EN 10305-3 [Minimum values]
+CR1 +A +N
R_ A R_ A R_ R, A
MPA % MPA % MPA MPA %
390 7 315 25 340-480 235 25
(No responsibility is accepted for the accuracy of this information)
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