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Chemical composition to DIN EN 10216-1 [In % of the mass/max.] 
 

C Si Mn P S  Al Crb Cub Mob Nbb Nib Tib Vb Cr+Cu+Mo+Ni
b 

0,16 0,35 1,20 0,025 0,020 - 0,30 0,30 0,08 0,010 0,30 0,04 0,02 0,70 
b) There is no need to specify portions for these elements, as they have not been added intentionally during the melting. 
 
Mechanical properties to DIN EN 10216-1 [Minimum values] 
 

Upper yield point 
for T in mm 

Tensile strength Percent elongation at failure 
 

Reh 

MPA 
Rm 

MPA  
A 
% 

min  l t 
235 225 215 360-500 25 23 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
(No responsibility is accepted for the accuracy of this information) 
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